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Note:
r Theresultslistedreferonlytotestedsarnplesandapplicableparameters.Endorsementof productisneitherinferrednorimplied,

r Total liabilityofourlabislimitedtotheinvoicedamount Pagelof X,

. Samples will be destroyed after 90 days from the date of test report unless otherwise specified.

: This report is not to be'reproduced wholly or in part and cannot be uied as an evidence in the court of Law and should not be used in any Advertising media

wiihout our special permission in writing.
r Report refer to the sample submitted to-us and not drawn by us unless mentioned othenrise'

Issued to: N,l/s Golden lteiicl'Resources (lndia) Pvt Ltd
Flat No. 5, 2,,d Floor, \'ashlaxmiApartment, Lane No.2,

Prabhat Road, Pune- 4 11004

ULR No.TC915023000000025F
Report No: UTRC/2 3052402

Document Number: UT'RCQR-36 Report Date: 26 /05 /2023
Adhesive Type: Nil Grade/Type: Nil Date of Completion: 26 I 05 / 2023
Batch No/Control Unit No.: Ntl Date of Start of Te sting :24 / 05 /2023
Date of Manufacturilrg: I'Jil Date Received: 24 I 05 I 2023
Condition of Sample: Good Environmental Condition s: 27 t2" C

S. No. Test Unit Test Method Result

I Dcnsitl, Kg/m3 IS 1 708(Pt-2):1 986 t53

**End of Report**
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